
 
 

Volume 27, No. 3  2008 
 
 

TABLE OF CONTENTS 
 
 
Analysis of the Specific Heat for the Transitions of the 
Phases I-II-III-IV in (N(CH3)4)2CuCl4 Crystal 

 

H. Yurtseven and I. Yardimci 135 
  
Structural and Dielectrical Properties of MnO2-V2O5-SnO 
Mixed Oxides System at 1023 K 

 

E. Tarcan, U. Kadiroglu, Y. Atalay and K. Esmer 141 
  
DC Thermal Plasma Reactor for Materials Processing  
Sarama Bhattacharjee, R.K. Galgali and K. Jayasankar 151 
  
Scaling of Thermal Damage of Cementitious Materials: 
Application to Refractory Concrete 

 

A.Menou, G. Mounajed, H. Boussa, Ch.La Borderie, A. Saouab 161 
  
Investigation of the Integral Enthalpy of Mixing of the 
Ternary Ag-Al-Sn System with a Calorimetric Method 

 

S. Knott and H.F. Windisch 175 
  
Effect of Microstructure on Mechanical Properties of Co-
Cr-W-Ni Superalloy 

 

R.K. Gupta, M.K. Karthikeyan, D.N. Bhatia, B.R. Ghosh, P.P. Sinha 185 
  
Ultra Fine Structure and Properties Formation of EN AW 
6082 Alloy 

 

Tibor Kvackaj, Martin Fujda, Ondrej Milkovic, Michal Besterci 193 
  
Effect of Various Processing Conditions on the Tensile 
Properties and Structural Developments of EN AW 2014 
Aluminium Alloy 

 

Jana Bidulska, Tibor Kvackaj, Robert Bidulsky, Marco Actis Grande 203 
                                  
 
 
 
 
 
 
 
 
 
 


